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CERTIFICATE OF QUALITY
Invoice No.: TJIXC12042
I
NO. TEST ITEMS REQUIREMENT TEST STANDARD | TEST RESULTS CONCLUSION
1 TiO2 Percent Not less than 10 percent AAS >10% TiO2 Eligible
B e after 1000 hours, AEs1 Initial color: afer test: L=89.2 a-0.6
¥ 2| Uvweatherablilty | oy machine(Se/Sprey) [L=00.82-06 b+27|  b#35 AE-08 3
3 Length Tolerance x2mm ASTM962-02 +2mm Eligible
4 | Thickness Tolerance *2mm ASTM962-02 | -imm Eligible
|Post: L91.3 a-0.3 b+3.6
Post,Picket,Panel and by Colorfex IRail: L91.22-0.2 b+3.3
v Rail col TPanel L 907 206 b+32 |
5 Color Tolerance ail color tolerance HUNTERLAB  F2nel:L90.7 2-06 b+3.2
(Picket:L 91.3 a-0.5 b+3.2
AES] AE=0.6 Eligible
Scratches,shrinkage | Non visible by naked eye {
! 6 | cavities,blisters,and | at the distance of 1m and I Conform Eligible
! scores under the outdocr
i ]
|
. 7 | Flatness Parzalielism 100meter, +0.5mm +0.2mm Eligible
8 | Material flammability ﬁ Nonflammable Nonflammable Eligible
| Stored at -10'C for 24
| 9| coldResistance | Nours (Novisible No visible Eligible
dimension change ,no
| l ! damags)
10 [Total radioactivity(Bg/kg] No more than 370.0 | 352 ‘Eligible
To: CLL “Kordon Plast” Contract No.: TIXC-2012U3
Add.:39/1 Liagina str. Nikolaev Ukraine 54000
¥ Quality Guarantee: >
& . W 7
5 The pve fence were tested against ASTM stzndard by our Quality Cun_t[oFD‘eﬁirtr_nent on 4TH, July, 2012
Al of above test items are up o siandard requests. Products life can last more than 10;.y9hra
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